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VOC TEST REPORT
M1

24 May 2017
1 Sample Information
Sample name 1K PU B3 SUMMER FOAM DIY
Batch no. 31213
Production date 28/03/2017
Product type Polyurethane foam
Sample reception 06/04/2017

2 Brief Evaluation of the Results

Regulation or protocol Conclusion Version of regulation or protocol

M1 Pass M1 Protacol of January 2015

“Full details based on the testing and direct comparison with limit values are available in the following pages
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Maria Pelle Janne R. Norup
Chemist Chemist

The results are only valid for the tested sample(s).
This report may only be copied or reprinted in its entity, parts of it only with a written acceptance by Eurofins.
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